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1.0 Introduction

Fatigue crack initiation is a problem which causes considerable concern since it occurs in manN

materials. Most fractures in machine parts are a result of fatigue cracking. Fatigue failures are

particularly insidious as they occur at nominal or average stresses which are well below the yield

strength of the material and hence do not result in any visible signs of yielding in the material.

Fai!ure by fatigue begins with the initiation of a minute crack at a localized spot, usually at a stress

concentration point, and gradually propagate, through the section of an engineering component

until the member breaks.

One aspect of material behaviour which can exert a significant influence on the fatigue life, but haz

not been adequately modelled, is the relaxation of the residual stresses present in the material. Such

relaxation may be cycle or time dependent. A number of methods, both destructive and non-

destructive, are available for measuring residual stresses. lole drilling and ring coring are methods

that are destructive in nature. Some non-destructive techniques used for measuring residual stresses

include acoustic emission, ultrasonic. x-ray diffraction and the flarkhausen noise analysis technique
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Various x-ray diffraction methods have been used in the past for different applications. lowever,

measurements have yet to be made on test specimens mounted in a testing machine. Measuring

time is crucial in applications which require the study of time dependent relaxation of residual

stresses.

Experiments designed to study the time dependent relaxation of residual stresses are being cor-

ducted by other investigators in the laboratory, on specimens containing stress raisers. These tests

are being done on notched tensile specimens subjected to fatigue loading

'The objective of the present work was to analytically model the state of -trecse developed during

fatigue testing of notched tensile specimens. From this model, the x-ray response to the strus state

of the specimen was determined with an aim of measuring the x-ray effects that result from residual

stresses.

This model was developed in two parts. In the first part, a model for the stress distribution on the

flat or plane surface of a notched specimen was developed for the region between the notches. The

corresponding strain distribution was then calculated from Ilooke's law of elasticity. These calcu-

lations were done for a specimen with a geometry similar to that used in experimental work lhbis

model simulates the stress state which develops in a notched tensile specimen during experimental

testing

In the second part. the x-ray response from the strain distribution was first determined from the

variation of d, the lattice spacing, with the angle 4,. 'his variation is illustrated as plots of d vs

sin i, . Ilere, 0 is the angle between the diffraction vector (which is the bisector of the incident beam

and the diffracted beam) and the normal to the sample. This is depicted in Figure I. The second

aspect studied in this model was th,. relationship between the stress gradient and the depth of pen-

etration of the x-ray beam This study was useful in estimating the error involved in the stres-

measurements due to the stress gradient. In addition, an estimate of the error in the stress values

due to varying radius of curvature was also studied

2
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An important part of this simulation was the determination of the x-ray effects of the stress state

in the specimen. This information was obtained in the form of line profiles. These profiles were

simulated for the individual grains on the flat surface of the specimen in the region between the

notches using a finite beam size. This simulation was useful in the study of the effects of the strain

gradient in a specimen and therefore of a non-uniform macrostrain. The theory and results of this

simulation are discussed in the last section.

3
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2.0 Literature Review

The role of residual stresses in the premature failure of metallic components has been recognized

for a long time. There is a great need for the measurement of these stresses for a number o reasons.

These include stringent quality specifications, the reduction of load safety margins, and the L., olving

application of fracture mechanics calculations. Two of the most prevalent methods I II used ( r the

measurement of these stresses are hole drilling and ring coring. These two methods are set.de-

structive, as they disturb or remove material from the component, and may therefore degrade its

serviceability. The methodologies of measurement and the difficulties associated with the destruc-

tive techniques necessitates the use of non-destructive techniques for the measurement of residual

stresses.

Numerous non-destructive techniques have been used for measuring stresses. Some of these meth-

ods are - x-ray diffraction 16), ultrasonic 12) and Barkhausen noise analysis 131. Of all these tech-

niques, x-ray diffraction is the only non-destructive technique which is generally reliable and

promising for a wide field of applications.

5
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X-ray diffraction was first used by Lester and Aborn 141 in (125-1926). The diffracted -beams, in

those days, were recorded on photographic films. In spite of the grcat advantage of being nonde-

structive, x-ray diffraction has not been used widely, until recently. This was due to the excessive

measurement time and the limitations on the size of the part on which measurement was to be done

(maximum size of the order of a few centimeters). Today, x-ray diffraction is widely used due to the

advancements made in both its theoretical and technological aspects.

2.1 Residual stresses

Residual stresses are defined as stresses which remain in a material after all applied forces are re-

moved. Considering a material with a crystallographic grain structure, such as metals and alloys,

residual stresses may be classified conventionally into three types. The first are stresses acting over

dimensions of the order of a few grains. These stresses are long range in nature and may be termed

macro-tresses. Macro-stresses may develop from me-chanical, thermal and chemical processes. The

second kind of stresses act over the dimension of a single grain and are termed micro-stresses.

Micro-stresses may result from a difference in the mechanical properties of the different phases in

a material. They are manifest as localized elastic expansion or contraction of the metal lattice may

occur as a consequence of processes like nitriding, carburizing or phase transformations. The third

kind of stresses range over a few inter-atomic distances. These stresses arise from the varying stress

fields of individual dislocations, dislocation pileups, kink boundaries, and other microstructural

phenomena which are of a discontinuous nature. The macro and the micro-stresses are measurable

quantitatively by x-ray diffraction techniques. They may be detected separately by x-ray diffraction

methods, if the total strains from all phases of a multihase solid can be measured. The volume

fraction of all the phases should also be measured.

6
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Surface residual stresses exert a significant influence on the life of a material and occur at notches

and scratches. Furthermore, such surface defects which concentrate additional stresses near the

surface can act to initiate a crack. Compressive residual stresses in the surface are beneficial to

components prone to fatigue failure or stress corrosion cracking, as these stresses have to be over-

come by the applied load before cracks are initiated. On the other hand, residual tensile stresses

are usually harmful and can be a major cause of brittle fracture, especially in fatigue. Consequently,

the measurement of residual stresses is of considerable importance in determining the load carrying

capabilities of the material.

2.2 X-ray diffraction

The principle of residual stress measurements by x-ray diffraction is based on the fact that when a

polycrystalline metal or ceramic material is placed under stress, the elastic strains in the material are

manifest as a change in the lattice spacings of its grains. The stress, be it externally applied or res-

idual in the material, is taken up by the interatomic spacings. X-ray diffraction techniques can ac-

tually measure these interatomic spacings which are indicative of the macro elastic strain in the

specimen. The corresponding stress values are obtained from these elastic strains from elastic

stress-strain relationships. In applying these relationships, the material is assumed to be isotropic

and homogenous in all of the volume irradiated by the x-rays.

Monochromatic x-ray radiation diffracts according to Bragg's law

n) = 2d.inO (2.01)

7
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a=/= e Peak Shift

X -Ray a=36Peak SitP =0 Detector I 2/
orl (PSPC)

2e6

(a)o a =e +-eeco

Figure 1. Residual stress measurement by X-ray diffraction (adapted
fro" TEC manual [9]).

8
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where ) is the wavelength, n is the order of reflection, and d is the interplanar spacing. The

diffraction angle 20, is the angle between the diffracted beam and the incident beam, and is meas-

ured experimentally. Figure 1 is a schematic illustration showing how x-ray diffraction occurs and

also shows the effect of a change in ,, where 0, is the angle between the diffraction vector (which

is the bisector of the incident beam and the diffracted beam) and the normal to the sample. In the

figure, a and fP are the incident and diffracting angles respectively. If planes of atoms lying parallel

to the surface 1with an interplanar spacing d satisfy Bragg's law, diffraction will occur as shown

in Figure 1(a). This diffraction occurs from a thin surface layer of approximately 20pm. When the

specimen is tilted with respect to the incident beam by an angle V,, a different set of grains diffract.

and the orientation of the diffracting planes change. When a uniform stress is applied on the sample,

as the planes that are diffracting are different, the value of d is changed. From Bragg's law, a change

in the d-spacing leads to a corresponding change in 20. The presence of a surface stress in the

sample is reflected as a shift in the diffraction peak on an Intensity - 20 plot as shown in Figure 1.

Strain in the sample is reflected as a change in the inter-planar spacing d, of a set of diffracting

planes (hkl). This variation Ad is measured from Bragg's law as

lid
= d ( cot 0) AO (2.02a)

dhkt

Solving for AOf we have,

AO=- Ad (tanO)=-f tanO (2.02b)dh~kt

where An is the shift in the diffraction peak. From the value of the 20 peak and Bragg's law, the

spacing of the planes for the corresponding orientation can be obtained. From equation (2.02b).

it is evident that, x-ray diffraction measurements at high angles have a greater resolution in 0. This

is because for a given r, as 0 increases, tanfl increases resulting in an increased sensitivity and

therefore a greater resolution in 0.

The theoretical developments necessary for the treatment of lattice strains and their relation to

9
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stresses follow from the classical theory of elartiritv. The state of stress on any element in a ho-

mogeneous isotropic solid (Figure 2a), is described by three normal components o, 022, 03 and

six shear components o. o1, 021 , o, (N. and 0,2. The stress tensor o,, (i = 1.2,3; j 1,2,3) has been

proved 151 to be a second rank symmetric tensor. This implies that o,, = a, , and the number of

independent shear stresses is reduced to three.

The relation of the strain equation obtained from the classical theory of elasticity to x-ray stress

analysis has been presented by Ililley 161. Figure 2b illustrates a flat metal surface wherein a,

022 a, and c,, Ir, r.,3 are the principal stresses and strains respectivel\ . For any stress component

,,,, from elasticity theory, the strain in any direction making angles 4 and 4/, with oey and o, re-

spectively is given by

d ,- d, 2d. ' -d, - 2 [(011 Co 2  + e 12 sin 2 4 + (22 sin 2 t - eT) sin 2  
-e71

+' S1 (CII+02 3)+S ( 3CS1+ 2 i )si1 (.3
S2+ St (o!! + 022 + 033) 

+  2 (013 cos 4' + 023 sin 4') sin2tl, (2.03)

If the x-ray diffraction measurements are confined to the surface, then plane stress conditions are

assumed to exist. In the event of plane stress conditions and the absence of shear stresses, equation

(2.03) reduces to

t d'q 4 - d - 2 
(

0ll cOs 2 + 0
22 sin2 0) sin 2 -5S (a I + 0 22) (2.04)

In this equation, d,,, is the spacing of the planes whose normal makes angles (k and , with o, and

03 respectively. S 2/2 and S , are the elastic constants. For an isotropic medium.

S2 /2 = (I + v)IF and S1 = -v/i,

where F is the Young's modulus and v is Poisson's ratio. When W = Q0r, the surface stress com-

ponent ot is given by

0 =o cos2 +4 a2 sin 2 (2.05)

11
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Substituting equation (2.05) into equation (2,03). we have,

d o ,0- d , S2  -sin 1  (o 0 + 2) (2.06)£,'- do - 2 if 2 4

When 0 is zero, the x-ray beam detects the strain in the z i.e, the c, direction. This strain is given

by,

do, 0 - d, (2.)
0, c33 - do 2"0

Here do,n is the spacing of the planes reflecting under stress at q1 = 0. '[he strain r, has a finite

value, given by the Poisson contractions due to 7, and 022 as

t33 = - SI ('711 -- 022) (2.0,R)

Subtraction of equation (2.OR) from equation (2.06) yields

$2

£ ~, - £33 = S2 o$ sin 2  (2.09)

This is the basic equation which relates the lattice strains to stresses, and is utilized in the x-ray

diffraction method of stress measurement. This equation is for conditions of plane stress. x-

pressing the strains in terms of plane spacings, we have

d d d - d' = (1 + v) sin2  (2.10)

Equation (2.10) predicts a linear variation of d vs sinltt . The surface stress 0, in any direction on

the surface of the specimen can be obtained from the slope of a least-square line fitted to the ex-

perimental data, measured at different qi. As multiple 0-tilts are utilized, this procedure is known

as the sin~lo technique. As do., , d o and d. are very nearly equal to one another, (do,, - do.,) is small

compared to d, . The unknown spacing do can therefore be replaced in the denominator of equation

(2.10) by d, , or d.. For most materials, it has been reported by Novan and Cohen 171 that the

12
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error introduced by the elastic strain due to the above substitution is small and is of the order of

0.1 %. Equation (2.10) can now be written as

E do,____d_.,

(I + ) sin,, (2.11)

The elastic stress constants S212 and S, are known to vary with the crystallographic directitions in

an anisotropic material. As the strains are measured in particular crystallographic directions, the

mechanically measured values of these constants cannot be directly applied for diffraction meas-

urements. It is hence imperative to experimentally determine the elastic constants in the measure-

ment of stress by x-ray diffraction. The Four-Point Bend Method has been found by Prevey 18J

to be a standard and a simple method for experimentally determining thi x-ray elastic constant

parameter. It is also possible to calculate them from single crystal elastic constants, A list of values

of the elastic constants haq been compiled by Technology for Energy Corporation 11 and by James

listed in the book by Noyan and Cohen 171.

The manual measurement of residual stress requires the accumulation of x-ray counts, for different

1 angles with the first 4, angle being eqiual to zer.). The accumulation times for these are long. If

the intensities are collected using a hardware controlled step scan, the operator time arising from

long collection times can be saved. Thus, with a system that includes hardware and software f'r

on-line computer control 1101, the operator is just required to set the sample in the diffractometer

and start the program. All essential procedures like peak location, selection of three angles, col-

lection of x-ray counts, correction of intensities, calculation of peak angles and stress, and report

of the data, are controlled by the computer.

The last decade has seen an increase in the instrumentation of x-ray diffraction, offering automation

in the measurement of stresses using x-rays. Instrumentation such as Fastress fI I and systems sold

by Rigaku-Denki of Japan offer automation nonetheless, but at the expense of precision and ver-

satility. Neither method measures a full diffraction peak. lence, corrections for secondary effects

like lorentz polaisation, sample absorption, beam geometry, relolulion of the K. doublet arising

13
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out of anisotropic cold work, etc., cannot be made. The computer automated stress analysis system

reported by Koves and Ilo 1121 lack on-line control for locating peaks, which requires the collection

of many data points and off-line calculation of residual stresses.

The use of position sensitive detectors makes it possible to record an entire diffraction peak without

moving the diffractometer. Position sensitive proportional counters 1131 not only process the

presence of a photon, but also its location along a line, so that data can be recorded simultaneously

from a range of 20 angles. This results in a considerable reduction of data acquisition time. Also,

the absence of the motion of the detector to record a peak eliminates the heavy and expensive

gearing characteristics of a conventional diffractometer. A portable x-ray stress analyzer based on

one such position sensitive detector was used by James and Cohen 1141 for residual stress meaz-

urements.

Various methods of x-ray diffraction have been used for residual stress measurements for different

applications. However, measurements have yet to be made on test specimens mounted in a testing

machine. Measurement time is crucial in applications which require the study of time dependent

relaxation of residual stresses. Such measurements cannot be made using a traditional x-ray system

due to excessive measurement times. Moreover, the heavy gearing characteristics of such a system

creates a problem in the portability of the equipment to the test site.

The state-of-the-art x-ray stress analysis system manufactured by Technology for Energ&N Corpo-

ration, Knoxville, TN, is being used for making such measurements on notched tensile specimens.

This system is based on the work of James and Cohen 115-191. The s%stem consists of newly de-

signed portable diffractometer, a position-sensitive proportional counter, signal-processing elec-

tronic system, an x-ray source and power supply, a collimator and shutter, an articulated arm

diffractometer support, a DEC I-SI- 11/23 Plus microcomputer with dual floppy disk drives, a

printer-plotter, a graphics display terminal, and an x-ray safety system 191. All components are

mounted in an air-conditioned mobile cart. An entire Fet of software is available for data acquisi-

tion, calibration and data analysis

14
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A distinct advantage of the advanced x-ray system is that it is highly compact and portable. The

instrumentation can be mounted for work on a specimen in a mechanical testing machine and can

remain in position for measurements during brief pauses in a fatigue test. This avoids lost data due

to the delay that would otherwise be involved in removing the test specimen for study. It also

lessens the chance of accidental damage or compromised specimen alignment, both of which are

more likely if test specimens must be repeatedly removed and remounted in the testing mn.chine.

A brief description of the experimental set-up used for making measurements along the edge of a

notched tensile specimen, at the bottom of the notch, is given by I)owling and Ranganathan 1 19J.

15
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3.0 Stress Distribution Model

3.1 Introduction

When a polycrv.stalline metal undergoes deformation with the strain being uniform over large di,-

tances relative to the grain size, the elastic portion of the strain causes the interplanar spacings to

change from their standard stress free value. The change is dependent on the magnitude of th,

applied stress. This change is indicated by a shift in the diffraction line- a- a function of 2. position

The shift in the Bragg angle position (20) due to the strain can be determined experimentalk from

which the elastic strain can be calculated. Once the elastic strain is known, the stres- can be calcu-

lated by a calibration procedure, or from stress-strain relations

In the analytical work done in the present work, the stress state in a notched specimen subjected

to uniaxial loading was first simulated, which is presented in this section

'17
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A material is designated as elastic if it obeys Ilooke's law of elasticity. In this limit, the ratio of the

maximum stress to the nominal stress is termed as the stress concentration factor. This factor is

known to be dependent on the type of loading and the geometry of the specimen. The presence

of a notch leads to a stress variation in the immediate vicinity of the notch. At large distances away

from the notch, the stress distribution is not affected by the notch; for example, it is uniform for

simple axial loading. The shape of the notch in a notched specimen is of critical importance in as-

sessing the stress gradients present in the vicinity of the notch. The curvature at the base of the

notch is of greater importance than the flank angle. In the case of a double edged notch specimen

as shown in Figure 3, the ratio of half the distance between the notches "'a", and the radius of cur-

vature at the notch tip p. is a non-dimensional ratio termed as the "notch curature". The stress

concentration factor has been found to depend on this ratio [201. In a specimen with a shallow

notch, the stress concentration factor is independent of the width of the specimen. In a specimen

with a deep notch, the stress concentration factor is a function of the notch curvature alone, the

effect of the depth of the notch being insignificant as the stresses fall off rapidly as we go farther

away from the notch. As a limiting condition, when h, the depth of the notch, is zero, the stress

i"ncentration factor becomes equal to unity .

A double edged notch specimen with a flank angle of 30 from the center line was used for this

investigation. The notches have a root radius of p. On the plane surface, the notch tips are separated

by a distance 2a. A schematic illustration of the specimen geometry is shown in Figure 3. Machine

drawings of the specimen are shown in Figure 4.

3.2 Stress distribution calculations

The most commonly used coordinate system for stress and strain calculations is the Cartesian co-

ordinate system. An important criterion for the calculation of the stresses acting on the surface of

18
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2a =0.50'

p 0.125" p

t=0.342'

p=70.Oksi

LI-
-4-A

surface A
surface B
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Figure 3. A schematic of the specimen geometry.
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a body is the satisfaction of the boundary conditions. In most cases, as the body is curved, it i,

difficult to satisfy the conditions using the Cartesian system. It is hence preferable to use a

curvilinear system of coordinates for such calculations.

The three orthogonal directions in the curvilinear system of coordinates are u, v and w. Thes and

the cartesian coordinates x, y and z are assumed to be differentiable and are related by the following

relations:

x = x(u,v,w), y = y(uv,w) and z = z(uy,w) (3.01"

In the curvilinear system of coordinates, the surfaces arc defined by u = constant. v = constant

and w = constant. The direction of u at any point is given by the normal to the surface u -

constant. Thus, in an area where u is constant, the distance between two adjacent surfaces sepa-

rated by a differential du is given by hdu, where h. is termed as the factor of distortion to account

for the curvilinear distortion resulting from differing curvature of the two surfaces. The factors of

distortion for the surfaces where v and w are constant, are given by, /, and h, respectively.

The direction cosines between the two co-ordinate systems are given by the cosine of the angle

between the linear element h, and it's corresponding component as shown in Figure 5. The angles

between the u direction in the curvilinear system and the x direction in the cartesian system is given

cos(x.u) I Ox (3.02)

The corresponding angles of u with y and z and those of v and w with x. y and z can be calculated

by similar equations.

Considering a biaxial system such as a bar with deep hyperbolic notches, the curvilinear coordinates

u and v can be related to the cartesian coordinates by the relations
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Cu

Figure 5. Direction cosine between the two coordinate systems.
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x = c cosh u sin v
(3.03)

y = d sinh u cos v

Thus the lines u = constant are ellipes and the lines v = constant are hyperbolas; c and d are nor-

malizing factors between the two coordinate systems.

Neuber 1201. has derived the stresses in cylindrical coordinates for a bar with infinitely deep

hyperbolic notches, in uniaxial tension.The normal stresses in the u and v directions and the shear

stress are given by the following equations.

Cr = -A- cosh u cos v (2h2 + cos21o - cos 2v)
h 4 (/2 csi~

6= -- cosh u cos (cos21, - cos21v) (3.04)
h4

A sinh u sin v( cos2lo - cos2v)uv- h4

where h is the factor of distortion and is found from the Jacobian of the two systems and is given

by

N2 2 2 2 2U CO21
=h: =/=h = sinh +cos , (3.05)

A is a dimensionless constant given in terms of the nominal stress p (the mean stress over the

narrowest cross-section under tensile loading) as,

sin v0
A= sin v (3.06)v,,+ s in y, cos v,

and v, is the hyperbola parameter. A definite notch contour corresponds to every value of v, and

this is related to the notch curvature (--) by

tan 2-, = a (3.07)
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Using the two relations for the coordinate transformation, we have, for a point on the hyperbola

(and hence v = v,),

u=smh 1 (3.08)Cos vo ,.8

The maximum value of x, for each value of y/d is

Xmax = c cosh u sin v

(X) Id== C mPno = a

I lence,

Xma X = a co.h u (3,00)

In order to express the parameter v as a function of x and y, the coordinate transformation relations

are used. The equation of the hyperbola is given by,

(xe2 (va2
(x-C) 2 d i( =1 (3.10)

sin2v cos2 V

Solving this equation for v, we have,

= [ [I+ (x/c)2 + (yld] [l +(xIc)2 + (yld)2 ]2 
-4(xc)' ]- 2

Note that the positive value of the inner square root yields a value of sin\v greater than I and hence

has to be eliminated. Thus, summarizing the conditions for u and v, we have,

u = sinh-[ Id] (3.12)

v= sin [l + (x/c) 2 + OIld)2]- [ (x/c)2 + Ofld) 2] 2 -. 4(xl/) 2 ] 1/ 2 (3.13)
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The values of the stresses in curvilinear coordinates can be calculated for any point in the x-y plane,

in the region between the notches.

By simple coordinate transformation, the corresponding Cartesian components are found to be

0x = ( 2 r + ( 2 )cos 2r - T,,in 2x

u = 4 ( v -2 -

= ( 2 -+ 2 )Cn. 2,x + "ruin 2,r (3.14)

T' . = u ( 2 ).vin 2,, + "r uo 2,x

where a is the angle between the tangent to the curve v = constant, in the direction u increasing.

and the x-axis. and is given by

I 8x

(3. 5)

=- sinh u sin v
h

Hence,

a =cos -q sinh u.in s (3.16)

Thus. the equations presented here can be used to calculate the distribution of the stresses in the x

and v direction as a function of the distance from the notch center line.
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3.3 Results and discussion

The stress distribution presented thus far is for a specimen with deep hyperbolic notches in an in-

finitely wide plate. However, in order to extend these calculations for the notch specimen with a

geometry as shown in Figure 3 , the following approximations have to be valid.

" Extension of the calculations for a specimen with infinite geometry to a specimen with finite

geometrv.

• Approximation of a notch with flank angles, to a hyperbolic notch.

Justifications for the above two approximations follow.

The stress concentration factors for two different notch curvatures are shown in Table I. The values

listed are for the cases of a specimen with finite and infinite width respectively. These values have

been established from the I landbook of Stress Concentration Factors 1211. The stress concentration

factor K, was first obtained for a flat tension bar with opposite U-shaped notches for the a/p and

w/a which is pertinent to our specimen geometry, where w is the width of the specimen. The stress

concentration factor K,. for the corresponding V-shaped notch with the flank angle a, was then es-

timated from a plot of K,. vs K, for different flank angles a, obtained from the same handbook.

As is evident from the tabulated values, the error involved in extending the calculations from an

infinite model to one of finite width is approximately 3 percent.

Kikukawa 1221 conducted tests on a photoelastic model made with I I-shaped notches having a'p

= 3.0 and hip ranging from 10.0 to 0.25. lie reported that the largest increase in the stress con-

centration factor for notches of finite depth as compared to infinitely deep notches was 7 percent.

26



NADC-881 41-60 (Volume 11)

Table 1. Sire's- concentration factors for finite and an infinite model.

K, a/p= 2.0 a/p 1.0

infinite
Model 1.96 1.55

Finite
Model 2.02 1.61

Percentage
Error 3.0 3.7

27



NADC-88141-60 (Volume II)
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E1.5- / fT~-TI ap = 3.0
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h/p

Figure 6. Neuber's estimate of stress-concentration factors for a

tensile bar with U-shaped notches (Flynn & Roll [24]).
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Neuber 1201 made an analytical estimate of the stress concentration factor for a specimen with

symmetric U-shaped notches having a/p = 3.0 and hp ranging from 0 to 4.0. Figure 6 shows this

estimate of the stress concentration factor. From the figure, it can be seen that the change in the

stress concentration factor between h/p = 1.0 and 2.0 is approximately 8 percent. A point worth

noting in this regard is that the stress concentration factor obtained by Kikukawa 1231 for infinitelN

deep U-shaped notches was the same as the value obtained for infinitely deep hyperbolic notche.

In all cases, Kikukawa 1231, as reported by Flynn and Roll 1241, found that for certain alp ratios.

the maximum stress concentration factor occurs with notches of finite depth rather than with infi-

nitely deep notches. The difference in the stress concentration factors for the two cases is not sig-

nificant. The stress distribution in the region between the notches is dependent on the stress

concentration factor, with the maximum values of the stress being in the vicinity of the notches.

As the difference in the stress concentration factors for the two models is not significant, the stress

distributions for the two models are similar. I fence, extension of the calculation for a specimen with

infinite geometry to a specimen with finite geometry is a valid approximation.

The stress distribution obtained for o, and a, from equation (3.14) the calculations are plotted as

a function of the distance from the centerline in Figure 7. This stress variation is for the surface

A of the specimen. Figure 7 illustrates the variation of both the x and y component of the stress

ie., a, and r,. in the region between the notches on surface A of the specimen. The co-ordinate

axis is as shown in Figure 3, with the ongn neing at the centerline on surface A , in the region

between the notches. The stresses were plotted for various heights (in inches), above the x-axis ic.,

for four different values of y.

The variation in n is of importance from the point of view of the slit geometry being used in the

experimental x-ray measurements. A 0.5mm by 5mm (0.02' by 0.2-) rectangular slit is one of the

slit geometries used in the experiments being conducted at Virginia Tech on the T|-C x-ray system

by other in'estigators. A cross-section of this slit is shown in Figure 7. The 5mm dimension in the

longitudinal direction corresponds to 0. 1 inches above the centerline. The variation in the peak
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stres . corresponding to y = 0.0 and y = 0.1 is approximately 5' n. At regions farther away from the

notch. this variation is seen to be negligible. This implies that thc above orientation of the slit is

good for the x-ray measurements. Also, the negligible variation in the stress up to a certain height

above the x-axis helps in justifying the approximation of a V-notch with a flank angle to a

hyperbolic notch. This approximation is however not valid beyond a certain height above the notch

centerline, due to the considerable change in the peak stress as seen in the dotted curves of Figure

7. Any misalignment in the slit orientation along the y axis would cause detection of the variation

in the peak stress corresponding to y greater than 0. I.

The stress distribution obtained so far is used as the basis for the x-ray diffraction model dealt wkith

in the next section.

3.4 Calculation of strains

As strain is the quantity which is measured experimentally, it is important to establish relations for

strains in the three orthogonal directions. This is done using looke's la" of elasticit\ '1 he cor-

responding elastic strains are obtained from the following equations In a plane stress condition.

(T, = 0.

r = -j-- ' - "63

Y I

- = ( + f1

where i and 1 are the Poisson's ratio and the Young's modulus respcctich,, Vahli-s for % and I

for 74"75 Al were obtained from the book by Byars and Snyder 1251 and are gicr; in I able 2 \,,-

that. ilthough 7, 0, there is a strain in the 7 direction (r,) due to Poisson effect
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The plot of the strains as a function of the distance from the centerline is shown in Figure 8. The

strains in the x and 7 directions are compressive due to Poisson contraction. The strains thus ob-

tained were used in determining the d-spacing profile from which the intensity profiles were simu-

lated.
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4.0 X-ray Diffraction Model

The d-spacing profiles, calculated from the strain distribution described in the previous chapter, are

presented in this section. An analytical model which simulates the state of stress developed during

experiments conducted on notched tensile specimens is described. The x-ray response from this

model was obtained in order to control, study and interpret the x-ray effects that are seen during

testing. The presence of a stress in the specimen is indicated by changes in the d-spacings of the

diffracting planes. The line profiles resulting from the d-spacing variation on the flat surface (A) of

the specimens were simulated. These profiles were obtained, as x-ray effects from individual grains,

for a beam of finite sie. They arise as a result of a strain gradient present at the specimen surface.

The effects of the depth of penetration of the x-ray beam on the stress gradient occuring on surface

B (edge) of the specimen is also discussed in this section. Sample calculations for a 7475 Al

notched tensile specimen are also presented.
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4.1 Model for residual stress measurement

The strains obtained from the stress distribution model were used to calculate the variation in the

inter-planar spacings. From the x-ray definition of strain, it is known that the shift of the diffraction

lines to new 20 positions, i.e., the difference in the d-spacings for the stressed and the unstressed

state is related to the uniform macro-strain that causes the shift by the relation,

- ~ d .
d4,.V, -d,,(4.01)

where,

r.l is the strain in a direction making angles 0 and 0 with n, and n, directions (Figure 2),

d,., is the spacing under stress of the planes normal to the direction making angles 4l and 4, with

a, and a,, respectively, and

d, is the spacing of the same planes in the absence of stress.

When 4' = 0, the x-ray beam detects the strain in the z direction. This strain is given by

do-do
do 

(4.02)

Here d,., is the spacing of the planes reflecting under stress at 4, = 0. The relation for the difference

between the two strains is given by equation (2.09) as,

(1 + v) sin 4, (4.03)

where er, is the surface stress component. Again, from equation (2.10) we have,

d,. -d, dt.o-d, d,. 0-ad,. fr' .- (I + %.) sin (4.04)

d, d, d, 
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The above equation is based on the following assumptions.

* The material is isotropic and homogeneous in all of the volume irradiated by x-rays.

0 Since measurements are confined to a small depth below the surface, plane stress conditions

are assumed to exist.

* Shear stresses are absent in the irradiated volume.

The stress a. can be obtained from the slope of a least-squares line fitted to experimental data

measured at various 4' if the constants E, and v are known. The lattice spacing of the planes in

the unstressed state, do , may not be available in practice. The lattice spacing measured at 4, = 0

is substituted for d,. It has been reported by Noyan and Cohen 171 that for an elastic strain, the error

introduced due to this substitution is only 0. 1 percent. Fquation (4.04) can now he written a-

S E dV - do. (4.05)
(I + v) sin2 do.,

For the purpose of this simulation, the value of d. was used as a scaling factor in the calculation

of the d-spacing profile. The values of d, for reflections from the (200), (400) and (333) planes were

obtained from Pearson's Handbook 1261. These values and the wavelength of the radiation used arc

listed in Table 2. Table 2 also contains the values of the Young's modulus F and Poisson's ratio

v used in the calculations. All the parameters are listed for a 7475 Al notched tensile specimen.

The fundamental equations in the x-ray diffraction measurement of stresses are now used to develop

a model for the determination of residual stresses on the flat face, surface A (Figure 3) of the spec-

imen in the region between the notches and, on the edge, surface B of the specimen at the bottom

of the notch (notch tip). This model will be of help in the analysis of the stress state resulting from

the experiments being conducted in the notched specimen. From equation (2.03), the strain in any

direction can be determined. A coordinate system in which, the unprimed quantities refer to the

specimen axi- and the primed quantities imply laboratory coordinates is used, following the con-
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Table 2. Material parameters.

Item 7475 Al

Radiation Cu

). (A) 1.54178

Rectangular * .5 by 5.0

Slit Size, mm

d. (A)
(200) 2.0235
(400) 1.0117
(300) 0.7788

F (ksi) 10300

v 0.33

5mm dimension parallel to specimen thickness.
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vention established by Dolle 1271. The strain t., in the direction normal to the diffracting planes can

be determined from

d, - d

de (4.06)

= [tr3.3 + (t" ICos 2 'f + C 12 sin 2  + E22 sin 2 - - r33 ) sin2 0s + (C I, : COS + C21 " in 0b) sin 20b

Assuming the absence of shear strains, we have

C12 = C13 = - 0

Using thig condition, equation (4.06) becomes

do,f - d.

d , (4.07)

=[E33 + (tI1 cos O + C22 sin2 b - t 33) sin 2']

and hence d,, can be expressed in terms of the strains by,

d ,, -do(l + 33') (4.08)

=do[(] + t.7.3) + (El cOs 24 + C22 sin 2 4 - r3.1) sin 24i]

Note that t' (4, 0) = E,

The d-spacings at each point along the x-axis can be calculated from equation (4.08). Equation

(4.09) relates to d,, to principal strains. The strains calculated in the last chapter (Figure 8) were

in the x. y, z system. The principal directions for cases A and B are different. In order to use

equation (4.08) for both cases, two orthogonal coordinate systems were chosen in a principal strain

space i c., el. r 22 and t, space which were then related to the strains t, , r, and t, . The values of

the strains were obtained from the strain distribution in Figure 8. A figure of the specimen with the

corresponding coordinate systems for surfaces A and B, is shown in Figure 9.
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Figure 9. A figure of the specimen showing the coordinate systems.
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4.1.1 Plane surface (surface A)

With reference to the co-ordinate system in Figure 9(a), we have for measurements on surface A,

t22 = ry

£,33 = z

Substituting these into equation (4.07) we have,

'33 ( 1') =d-

d,
(4.09)

=[C + (EXcos 2 , + C,. sin 2 4, sin 2 4,1

It is easy to verify that,

4'=0* 0 , 33' = C2

4,= 0' , , = 90^ , C3' =tX (4.10)

4,=90', = 90^ C33' =Cy

as is required. The three different sets of values of 4 and 0 correspond to three different positions

of the x-ray source with respect to the specimen surface. These three positions correspond to the

measurement of the d-spacings in each of the three orthogonal direction-.

The d-spacing in any direction (h, 0 on surface A is obtained from equation (409) as,

A
d,fq, = dj(I + r,) + (r, cos2 Y, ± sin 24, - £,) sin 2 €] (4.11)

This equation was used to calculate the d-spacing for , = 0' and 90^ at seven 4, values. These

valucs are tabulated in columns 1I and IV of Table 3.
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Table 3. d-.pacing as a function or o at (-0.25, 0, 0)

sin2 ' r .94'. 4,0

0.00 0.77535 0.77535 0.77535 0.77535

0.07 0.77535 0.77628 0.77628 0.77535

0.25 0.77535 0.77895 0.77885 0.77535

0.5n 0.77535 0.78234 0.79234 0.77535

0.75 0.77535 0.785R4 0.78584 0.77535

0.93 0.77535 0.78840 0.78840 0.77535

1,00 0.77535 0.78934 0.78934 0.77535
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4.1.2 Edge (surface B)

From the co-ordinate system shown in Figure 9(b), for measurements on surface B,

£22 =

Consequently. equation (4.07) now becomes.

C330 0)do,',- d,
d, 

(4.12)

It_ + (r.Y cos 2 4, + t2 sin 2 - 1) sin 2  ]

It can again be verified for consistency that,

4= 0 , 0 , r33, =z

(p --- 0^ , 4, = 90 ^  t33-" = Y (4.13)

4)= 9090 , ' =

Thus. the d-spacing in any direction 44, , on surface B can be obtained as.

R
do,.d, = dj (I + c,) + (c,. cos2 , + C. sin 2'c,- )sin 2 /] (4.14)

This equation was used to calculate the d-spacing for 4k = O and Qr0 at seven b values. T'hese

values are tabulated in columns III and V of Table 3.
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4.2 Discussion of the d rs sin2 V1 results

The d-spacing values calculated from equations (4.11) and (4.14) are tabulated in Table 3.

Equations (4.11) and (4.14) are dependent on the strains in the three orthogonal directions x, y and

z. As the strain distribution (Figure 8) is a function of position along the x-axis, the d-spacing values

can be calculated from equations (4.11) and (4.14) for various positions along the x-axis. The values

listed in the table were calculated from the strain value at x = -0.25 (Figure 8). This corresponds

to a point at the bottom of the notch.

Equations (4.11) and (4.14) can be utilized to obtain the d-spacing d,. (x.% ) at any point on the

surface of the sample. As diffraction takes place from a thin surface layer (- 201m) plane stress

conditions were assumed in the above calculations. The geometry of the specimen chosen for this

simulation (Figure 3) also justifies the assumption of plane stress, as the notch radius is not small

compared to the thickness of the specimen. Each set of values of 0 and 0, correspond to meas-

urement of the d-spacings in each of the three orthogonal directions. Consider for example, the

d-spacing value for = 0^ and 0b = 90' on surface A. This value is a result of the strain in the x

direction. From equation (4.13), it can be inferred that the d-spacing measured on surface B at (h

= 0' and 4, = 0- is a result of the strain c,. As the same point and thus the same set of planes are

bcing measured on both surfaces A and B, the d-spacing resulting from the strain (f., in this case)

ought to be the same This is found to be true by comparing the values in Table 3. This then

validates the above calculations. The results can be summarized as follows.

A A

d4,0 = 40.n

R 1 (4.15)

don= d400

where the superscripts 'A' and 'B' correspond to surfacrs A and B respectively. This implies that

when , = 0, d is independent of 6 which is seen to be true from equations (4.13) and (4.14). Also.
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A R

do,9, -

A P

d9O9 = d,9o (4.16)

A B

do~o = d,9o

This equation implies that the same set of planes are being measured in both cases for the limiting

conditions. The results of Table 3 are plotted in Figure 10. The different nature of the strains such

as, c, being tensile and r, being compressive leads to varying slopes of the two lines in Figure 10.
A

From Figure 10 it can be seen that the d vs sin', plols are colinear for d,. and d,,., • Similarly, the\
B A

are colinear for 4, and d,. . This is due to the fact that r, and r., are equal at the bottom of the

notch i.e., at x = -0.25 in Figure 8. It can therefore he inferred that the contribution of a particular

strain component plays an important role in the determination of the interplanar spacings. Tiis is

seen to be true from equations (4.11) and (4.14). As the sensitivity of the experiment ie - 0,00002

A, the effects illustrated in Figure 10 can be detected. In this context it is worth noting that attaining

precision in the x-y positioning of the x-ray beam on the specimen, particularly at the bottom of

the notch, is of prime importance.

4.3 Depth of penetration calculations

X-ray diffraction techniques are confined to surface measurements. The strong attenuation due to

absorption limits the depth of penetration of the x-ray beam, so that diffraction occurs from a thin

surface layer of the material. The presence of a stress gradient in the near surface layers of the

sample lead to a non-linearity in the d vs sinl4, plots discussed in the last section. This section deal-

with the effect of the depth of penetration on the gradient occuring on surface B of the specimen

i.e. for edge measurements. To begin with, a review of the theory of absorption is given.
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4.4 Theory of absorption

In a reflection technique by x-ray diffraction, the irradiated volume that is observed includes the

attenuation effect due to the absorption of the x-rays in the material. Consider an x-ray beam of

cross-sectional area A0, irradiating the surface of a sample at an angle of incidence 0. The irradiated

surface area A, is then given by,

0 (4.17)

Figure 11 illustrates such a region. The maximum absorption is dependent on the linear absorption

coefficient p of the material. A number of sampling planes of area A, at various distances can be

imagined. Sample absorption reduces the intensity by a factor

exp [ -2z

exLsinG 0

where, M is the linear absorption coefficient of the material and Z is the depth at which the ab-

sorption is considered. The differential intensity is then given by

did = A exp -2oz dz (4.18)
sinG [ sinG 0

where, 1, is the incident intensity.

If a semi-infinite slab is considered, the total diffracted intensity is obtained by integrating equation

(4.18) over an infinite thickness. This intensity can be found to be

1 (4.1 q)
214
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23

Figure 11. Cross-section of the specimen ilustrating the irradiated region (Houska 1311)
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Ilere, 1, A, and tu are constant for all reflections and is independent of 0. ihe absorption factor,

I, 2p1. for a semi-infinite slab making equal angles with the incident and the diffracted beam, is hence

found to be independent of 0. This is due to the balancing of two opposing effects. At small 0.

while the specimen area irradiated by an incident beam of fixed cross-section is large, the effective

depth of penetration is small. At large 0, the opposite is true. The above equations were obtained

from Cullity [29 1.

When the specimen is tilted by an angle 0, the resulting absorption factor is given [291 by (1 -

tanV, cot0). The corresponding equation for intensity is

d ldo= 1,A,[/I i I + di- - d (4.20)
sin(O + ) "sin(0 + Vi) sin(P - t,)

Effects due to this absorption and factors like l orentz polarization have been taken care of in the

software for the T.E.C. instrument [91.

The total intensity diffracted by a slab of material between this layer and the surface, expressed as

a fraction of the total diffracted intensity is given 171 by

_= = I -4exp 1 + J(421)

The effective depth of penetration maybe defined as the thickness that contributes 99% of the

diffracted intensity. It is related to the linear absorption coefficient it, I and the Bragg angle 0.

Thus, from the above equation, for a given 0, it and 0,, when G, = O.Q, z = 6, where 6 is the

depth of penetration.

iThc effect of the gradient on the depth of penetration on the stress gradient is studied for meas-

urement, on the edge (surface B) of the specimen. As there i not expected to be a gradient in the

49



NADC-88141-60 (Volume II)

stress normal to surface A, the effect of the depth of penetration for measurements on surface A is

not important.

4.4.1 Effect of the depth of penetration of x-rays

The arrangement of the specimen for edge measurement at the bottom of the notch is shown in

Figure 12. The values of the depth of penetration calculated for 1 = 0' , where it is greatest, are

listed in Table 4. This table also contains the values of the linear absorption coefficient in aluminum

and titanium for two x-ray radiations 1291. The value of 0 used in equation (4.21) for the calculation

of 6 is also given in the table.

With reference to Figure 7, and considering the greatest depth of penetration listed in Table 4, the

decrease in the stress a, within the penetration depth is not large. Due to this stress gradient in the

surface layers of the sample, the diffraction angles that are measured represent samplings of different

stress values, affecting the residual stress results by a small amount. For an infinitesimal x-ray beam

incident at the bottom of the notch, as in Fig. 12, and for the slit geometry being used on the TFC

x-ray system, the errors encountered in the stress measurement by x-rays due to the stress gradient

effect do not exceed about 2% of the measured stress value.

Another factor which affects the accuracy in stress measurements using x-ray techniques is the ra-

dius of curvature of the sample. This effect was studied for two different notch radii, for both alu-

minum and titanium specimens. The results of this study arc shown in Appendix A. . The error in

the stress values due to varying radius of curvature was found to be of the order of 2 ksi, for any

value of measured stress. For the counting statistics available on the TFC system, this error is of

a very small magnitude. Ilence, this effect is not of importance for measurements made using the

TEC x-ray system.
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Table 4. values or the depth of' penetration in Al and Ti for two different radiation% used.

(a) Radiation :CuK. at 4, = 0'

Materials Planes 20, deg u, cm-1 6, 10 1 in, for absorption of:

95% 99%

A] (511 /333) 162.5 131.5 4.43 6.91

a- hep

Iil (213) 139.5 926.2 0.597 0.918

(b) Radiation: CrK. at ' 0

Materials Planes 20, deg p. cm-'1 6, 10 1in, for absorption of:

9 5% 1 99%"

Al (311) 139.2 4 02. 3 1.37 2.11

a- hcp

Ti (201) 136.3 2737.6 0.200 0).296
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Figure 13. d-spacing for (200) plane, 7475 Al, using CuKcz, at 0=0, as a function of
distance from the centerline.
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Figure 14. d-spacing for (400) plane, 7475 Al, using CuKa, at tP0, as a function of
distance from the centerline.
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Figure 15. d-spacing for (333) plane, 7475 Al, using CuKa, at 0=0, as a function of
distance from the centerline.
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4.5 d-spacing calculations

The strain distribution illustrated in Figure 8 was used to obtain the d-spacing variation as a func-

tion of the distance from the centerline. This was done for a 7475 Al specimen using CuKa radi-

ation. This profile was used primarily to simulate the line profile on the flat surface (A) of the

notched specimen. Details regarding this simulation are described in this chapter. As the x-ray re-

sponse in term- of the line profiles was studied on the flat surface of the specimen, tile d-spacing

profiles were also obtained for the same surface.

Consider an x-ray beam incident on surface A of the specimen as shown in Figure 3. The inter-

planar spacing d of the diffracting planes parallel to the surface, result from the strain normal to the

qlrface. This strain for t = 0 is the strain in the z direction, i.e., t, or r. The d-spacing profiles

for three orders of reflections namely (200), (400) and (333), resulting from c, strain are illustrated

in Figures 13-15. The value of d. for these reflections, were obtained from Pearson's Ilandbook (261.

These profiles were obtained from the strain distribution of Figure 9 and equation (4.(2). Figure

13 exhibits a gradient which is steep in the region close to the notch and decreases gradually to zero

at the largest distance away from the notch. This can be attributed to the direct proportionality of

the d-spacing with the strain, which displays a similar behavior (Figure R).
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4.6 Simulation of intensity profiles

4.6.1 Introduction

The most common kind of data one obtains from a diffractometer is a graph showing the variation

of the diffracted intensity as a function of 20. Theoretically the diffracted intensity is defined to be

a step function. llowever in reality, factors like the presence of a mosaic structure (small regions

slightly misorienled from one another) in the crstal, size of the crystal, presence of nonuniform

elastic stresses and strains and instrumental effects may lead to a broadening of the diffracted in-

tensity. Such a broadened diffracted intensity is known as a line profile.

This section describes the simulation of intensity or line profiles resulting from the d-spacing pro-

files illustrated in Figures 13, 14 and IS. The simulation was carried out for an x-ray beam incident

on surface A of the notched specimen (Figure 3). Intensity profiles were simulated for diffraction

from each grain in the region between the notches, for a beam of finite size. The profiles were

simulated to study stress gradient effects, and thus, the effects of a non uniform macrostrain on

surface A of the specimen. The same simulation was not done for surface B at the bottom of the

notch. This is because, for surface B, for a finite beam size used in the simulation (and also in the

experimental work), the strain gradient relative to the depth of penetration of the x-ray beam (dis-

cussed in section 4.3) is negligible. lence, the effect of this gradient on the line profile would be

insignificant. All the results presented in this section were obtained by running the simulation for

a 7475 Al notched tensilr specimen.
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4.6.2 Theory

The d-spacing profiles from figures 13-15 were used in the simulation of the intensity profiles. The

intensity profiles corresponding to the d-spacing variations were generated using a computer routine

written specifically for this purpose. It should be noted that the strain distribution used as the basis

for these calculations corresponds to y = 0.0, ie., along the centerline of the notches. The variation

in the stress distribution between y = 0.0 and 0. 1 has already been shown to be small (Figure 7).

The 20 values corresponding to the d-spacings calculated in the last section can be comi,;jtcd rrorn

equation (2.01) as

0=sin-( n (4.22)

The continuous variation of the d-spacing gives rise to an intensity profile spread over a 20 range

according to Bragg's law. However, the simulated profile includes broadening due to the sample

and the instrument. This can be accounted for by the use of a Pearson-VII 1301 function. This

function can be used widely for fitting profiles of Cauchy and Gaussian shapes, including the

modified Lorentzian shape. The P-VII, as it is usually called, is given by,

Y = 11 ±4 (20- 20,)24.3ma= IoI - (4.23)m(2

where, the parameters Y, and 20, indicate the intensity and the position of the peak. The integral

of (Y) with infinite limits with respect to 0 is normalized if

(nm)- 112  F(m)
Y, a r(m- 112) (4.24)

where, 'a' and 'm' are two adjustable parameters that describe the peak shape and the width re-

spectively. The full width at half maximum (FWllM) can be shown to be
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W= 2a[ m(2'1' _ 1)]112 (425)

When m = 1,2 and oo, the P-VII becomes a Cauchy, modified lorcntzian and Gaussian curve

respectively.

In order to obtain a smooth variation in the intensity profile, the d-spacing profile calculated from

the strain distribution was expressed as a series of five polynomials. This five segment approxi-

mation of the d-spacing profile is shown in Figure 16. The five segment approximation corre-

sponding to the higher order reflections are also shown in Figures 17 and I R.

4.6.3 Intensity profile calculations

A computer simulation approach to obtain composition profiles has been done earlier in diffusion

studies by Ilouska and co-workers. This has been reviewed in an article by llouska 1311. In the

approach by Hlouska, the variation of the composition and depth was considered. However, in the

present model, as the d-spacing variation with depth is negligible, the d-spacing variation along the

x-axis, as opposed to depth, was considered.

A computer program was written to calculate the intensity profiles. The program used as input the

d-spacing of the planes in the unstressed state (d,) for the specific reflections considered which in

the present case were (200), (400) and (333). The height above the centerlinc of the notches, y, at

which the stress distribution had to be determined was also input into the program. The program

is capable of determining the stress distribution and the line profile, for different values of N.

However, the intensity profiles have been illustrated for a y value of 0.0 only. The other inputs

correspond to the coefficients of the polynomial equations used in the five segment approximation

of the d-spacing profile. Sample input files are shown iT Appendix I.
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Figure 16. Five segment approx of d-spacing for (200), 7475 A], CuKa, at / = 0 as a
function of distance from the centerline
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Figure 17. Five segment approx of d-spacing for (400), 7475 Al, CuKa, at 0 0 as a
function of distance from the centerline
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Figure 18. Five segment approx of d-spacing for (333), 7475 Al, CuKa, at i/ = 0 as a
function of distance from the centerlin
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The program is divided into the following four sections

* The main program calculates the intensity profile.

0 Subroutine STRAIN calculates the stress and strain values using the equations presented in

chapter 3.

* Subroutine DX2T " calculates the d-spacing variation.

* Subroutine DVSSIN calculates the d vs sin 2 4,values for the model developed earlier.

The main program first divides the representative area, which in this case is the region along the

centerline of the notches, into many fine strips along the x-axis. As the d-spacing gradient in each

strip is of a small magnitude, the d-spacing in each fine strip is approximated as a constant. The

intensity for each strip was first calculated. This intensity was broadened using the Pearson Vll

function (equation 4.23). The broadened intensity was then superimposed, by means of a sum-

mation loop, to obtain the simulated intensity profile. This summation is a summation of intensi-

ties. For the sort of summation done in the present situation, the coherence length of the subgrain

was assumed to be small. The depth of penetration, d-spacing gradient and the subgrain size of the

material are factors which affect the calculations. The depth of penetration of a CuKY radiation in

Al has already been found to be small (Table 4). lor this depth of penetration, the variation in the

d-spacing due to the strain t,, is small. These two factors and the assumption of a small subgrain

size help in justifying the summation of intensities in our calculations. The intensity profile based

on the above calculation is shown in Figure 1). The program was then run for higher order re-

flections. namely, (400) and (333). The profiles generated for these are also illustrated (Figures

20-2.).

Broadening observed in any intensity profile is actually a convolution of four different broadening

functions. These are : broadening due to non-uniform strain, dislocation strain broadening, particle

size broadening and instrumental broadening The intensity profiles illustrated in Figures (19-21)

depict a clear asymmetry. In order to know the contribution of each of the broadening function

towards the asymmetry, a line shape analysis of the profiles i required As the method by which
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the intensity profile was generated, is a linear summation over a series of fine strips along the x-axis,

information of the kind required in the present situation can be obtained, by plotting the results

due to the summation over a smaller range. This result is shown in Figure 22. In this case, half the

region between the notches was divided into approximately 1200 linear elements and the intensity

due to each element was obtained from the computer program. Each peak was then broadened

using the Pearson VII function discussed earlier in this chapter. The linear elements were then

summed twice. The results were first summed over the entire region between the notches (Figure

3), to generate the profile revealing the asymmetry in Figures 19, 20 and 21. The second summation

was over separate regions, which covered one tenth the region between the notches along the notch

centerline on the flat surface (A), each of which is equivalent to the width of the slit, 0.5mm (0.02).

used in the TFC x-ray system, L .ooking at the profiles generated by these ten segments (Figure 22).

it is clear that the profile with the maximum peak corresponds to the region farthest away from the

notch, and thus, a low strain gradient. As each peak corresponds to a normalized distribution

function, the area under the curve is taken to be a constant.

4.6.4 Discussion of the intensity profiles

The intensity profiles were found to be very sensitive to variations in the d-spacings, ie.. to the d-

spacing gradient. Small variations in the inter-planar spacing, lead to large changes in the slope.

which give rise to large changes in the shape of the intensity profile. With reference to Figure 19,

the peak of the intensity profile is found to correspond to a small d-spacing gradient. This is be-

cause, for low gradients, the x-ray beam covers a larger region of material and thus a greater number

of grains. It should be noted that the profiles simulated here correspond to a d-spacing variation

along the x-axis, on surface A (Figure 3) of the specimen. The d-spacing at each position along the

x-axis is a result of the strain in the 7 direction and thus for 0, = 0. 1 lence, for this simulation, the

absorption for each element along the x-axis of the x-rays incident on surface A was assumed to

be constant.
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Figure 19. Intensity profle for (200) plane, 7475 Al, using CuKa radiation through a

rectangular slit.
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Figure 20. Intensity profile for (400) plane, 7475 Al, using CuKa radiation through a

rectangular slit.
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In the calculation of the intensity profiles, as stated earlier, the region in between the notches on

surface A was divided into a number of strips. The size of the strip used in the computation was

small compared to the grain size of the material. The depth of penetration of the x-ray beam was

found to be small too (refer Table 4). The coherence length of a subgrain which in this case is the

column length, is assumed to be small for this depth of penetration. The profiles shown in Figures

19-21 were obtained by summing up the intensities from each column. The asymmetry in the pro-

file is best understood by treating each domain in the region between the notches on surface A in

terms of a column of cells.

Consider a column of cells as illustrated in Figure 23 wherein, aI, a, and a, arc the directions along

the cell edges. E-ach domain can be expressed in terms of a column of cells along the a3 direction,

perpendicular to the reflecting planes. i and i' represent different columns. From the expression for

integrated intensity 132). it is scen that contributions to the intensity are only from pairs of cells for

which rn,' = mi and in2 ' = M 2. This implies that there is no contribution to the integrated in-

tensity in each column due to cross-over terms. In other words, cells from different columns do not

contribute to the integrated intensity in each column. As the x-ray beam not only scans all columns

in a single grain or subgrain, all other grains having similar orientations also contribute towards the

intensity profile. The intensity profiles obtained by the simulation have been by a superposition

of the intensities from different columns and subsequently from different grains.

This thcorN for the calculation of the intensity relating to a column of cells is for a characteristic

d-spacing. The program calculates the intensity for a group of cells in the domain corresponding

to a particular d-spacing. Different groups of cells over the domain lead to a variation in the d-

spacing. Tlhe overall profile is obtained by a summation over all the groups of cells in the entire

domain.

The profiles corresponding to the lower order reflections depict a very narrow% 20 range. The profile

for the (333) reflection shows a 217 range of approximately 2-. The variation in this profile i, con-

siderably sharp, with the predominant contribution to the asymmetry being from the tail portion.
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Figure 23. A crysta showing a column of cells (Houska (351).
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The effects of the intensity profiles may not be easily measurable on the "FC x-ray system being

used in the experimental work. They can however be measured on an x-ray diffractometer with a

higher resolution using a Ka, monochromator.

Consider the simulated profiles illustrated in Figures (19-21). These profiles are plotted for three

different orders of reflection (hkl). For higher orders of reflection, the inter-planar spacing decreases

according to the equation,

d a (4.26)
N/h 2 + k 2 + /2

where a is the lattice parameter of the material from which diffraction occurs. I ligher order of re-

flections correspond to a lower d value and hence a larger 20, as, the inter-planar spacing and 0 have

an inverse dependence (Bragg's Law).

The peak shape depends on the size of the source, finite divergences of the slits at the x-ray tube

and the receiving slits, and the fact that, in a diffractometer, a flat specimen is tangent to the

focussing circle at only one point. All x-ray measurements on the TFC x-ray system are on the high

angle side. At high angles, all the above factors become less important. Also at high angles, the re-

solution in An is larger compared to the resolution at low angles. Thiz is evident from equation

2.02b which is

A = - Ad tan 0 =- tan 0
dhk,

These high angle measurements are confined to a 2P range of 14WF - 170^. The profile for (333)

reflection is for a high angle diffraction, i.e., 20 _ 160'. This profile shows an asymmetr. over a

207 range of 2. The profiles for (200) and (400) are for diffraction at a 20 of - 45' and 90' re-

spectively.
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In an actual experimental measurement, a broadened intensity profile of a form similar to Figures

(19-21) is obtained. The broadening due to the instrument can be obtained from measurements on

a well annealed sample. Measurements made on a sample with very few defects, using a system

whose instrumental broadening is known, yields the sample or particle sie broadening. A measured

profile is usually from a deformed sample in a real instrument. This profile is a convolution of the

the broadenings due to the sample and the instrument, and also the effects due to a non-uniform

macrostrain. The broadening due to the non-uniform macrostrain can be dctermined, if the factors

due to the sample and the instrument are known.

From the experiments done on the TI- x-ray system, the Full Width at lalf Max (FVIINI) for

diffraction on Aluminum specimens was L- 2' -3. The FWIIM is really a measure of the resolution

of the instrument. Considering the fact that one of the effects exhibited by the simulation is of the

ame order - 2' the effect may be measurable experimentally, but with some difficulty. This effect

should be easily measurable on a diffractometer with a higher resolution
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5.0 Conclusions and Recommendations for Future Work

Based on the results of the analytical model, the following conclusions can b draw.n

Calculations related to the stress distribution model for an infinite specimen can be extended

to a specimen of finite geometry. The error encountered diu to this approximation is of the

order of 3 percent.

" The calculations regarding the variation of the inter-planar spacing with the 4, angle, illustrated

as a plot of d vs sin 2o , can be used as a basis for experimental measurements. The variation

in the interplanar spacing are easily measurable experimentally. The tabulated values, calcu-

lated for a point at the notch tip, can he verified experimentally. In this context, attaining

precision in the x-y positioning of the x-ray beam on the specimen, is of prime importance.

" A stidy of the effect )f the depth of penetration of the x-ray beam on the stress gradient

occunng on the surface reveals that residual stress measurements are feasible along the edge

of the specimen.
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0 The intensity profiles simulated are due to the strain gradient on the surfac. They are a result

of a non-uniformn macrostrain in a notched specimen subjected to tensile loading.
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Appendix

Effect of the radius of currature of the sample on the error

in d-spacings

For a sample with a radius of curvature r. the total shift in tile centroid of the diffraction peak

has been found to be

2 ~ 2s1~o +r~c(1-_ )2  1
A20 = 2 rgc  a 2Sin20 1 4- rF( a)2(A - 1)

3 rpspc sin 2(0 + 0 ) 2r, sin(O + ,)

where rgc is the radius of the goniometer circle with the center on the point where the x-ra% beam

strikes the sample and passes through the x-ray tube focal spot, r ppc is the distance between the

centers of the goniometer and the detector, the detector being parallel to a tangent of the goniometcr

circle, 0 is half the Bragg angle, r, is the radius of curvature of the sample, and ( is half the angular

beam divergence. Note that convex samples have r. > 0 and concave samples have r. < 0 The

angular beam divergence for a point source and a source of finite height is shown in Figures A- I(a)

and A-l(b) respectively, in which d is the width of the slit, u is the distance between the two

apertures, v is the distance of the exit pinhole from the source, h is the height of the source, and

2 z 1 and 2 2 are the maximum angles of divergence for the two cases.
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1The source Pertaining to the present investigation is square in shape with 'h' approxuinately

being equal to 2 mm (Figure A-lI(b)) -The divergence in radians is then given by,

(d12) _d

2 (u/2) uI

IHence,

d (A - 2)
U

I'sing equation (A-1) and differentiating equation (2.01) and solving, the error In the d-sracing is.,

Ad _2 rgC C2 COS2 + rg( -02)

d 3 rpspc sin(O± [ 2r inP') (3

Eq-cuation (A-3) show s that the shift in d-spacing involves a term which is inversely proportional to

the radius of curvature of the sample. Substituting the following known values for the diffractomctcr

being used in the experimental work, i.e.,

d = 0.5mm.

u =50mm.

ex = 0.1.~ radians,=0.'

rgc= 200mm and
T gc_

I q. (A-3) becomes.

Ad =6.67 x10 C 2 0 11+ 98.01 (A-4
dsin 2(0 + qI) [ .rsin(0 + ~ A

Ad

bracket used are shown in 'Iable A- I. Equations, (.A- 1) and (A-4) presented here arc dcrivations bN

i endricks, [I
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Table A- 1. Estimate of the error in d-spacing values for differing radius of cunature.

Radius of Ad
curvature Material d (ppm)

= 00 100 200 300 450

3.175mm AP -62.9 -60.0 -62.9 -72.5 -109.9

li 2  -250.1 -219.1 -211.2 -223.3 -291.7

6.35mm Al -30.4 -29.0 -30.4 -35.1 -53.5

Ti -121.1 -106.0 -102.0 -10 .0 -141.5

1 2n = 160- and 2 2P = 142-

These values ha'e been calculated for two different radii of curvature, r, = - mm and rs = -6

mm respectively, the negative signs implying a concave sample surface. The error in the residual

stresses measured corresponding to the above error in d-spacing can also be estimated. From

equation (2.06" we have,

d b , '  - d o A d ( I + () 5)

do - d - 1; + sin q' -j(ol± + 2) (A-5)

I)ifferentiating both sides of the above equation with respect to sin 2 ,, we have,

(AdAdA
2 2 2 ( Ad,1 (A-6)

d(sin2€) sin2 2 - sin 2VI

In Yquation (A-6), the values of the change in stress da, can be calculated knowing the values of

Ad from Table A-I. These calculations, done for both 7475-Al T651 and -1 i-6A1-4V alloys, are
d

showkn in [able A-2. The results of Table A-2 indicate that there is no significant change in the

stress values for both the sharp and blunt notches. Fquations (A-1) and (A-4) are conservative
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overestimates of the effect dealt with in this section. Therefore, the results of 1 ables A-I and A-2

are overestimates too 1341.

Table A-2. Estimate of the error in stress values for differing radius of curvature.

Radius of Material AC
curvature (in esi)

3.175 mm Al 0.95

Ti 2.50

6.35 mm Al 0.47

Ti 1.2.
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Listing of program INTENSITY

C INTENSITY
C

C TilIS IS A PROGRAM FOR INTENSITY BAND SIMULATION FROM A NOTCH SPFCIMEN
C OF 7475A1,-T651, FOR AN X-RAY BEAM IRRADIATING TIlE SURFACE Of TIll:
C SPECIMEN IN THE REGION BETWEEN "il NOTCIIES.
C
C INPUT PARAMETERS
C
C DO IS Till, D-SPACING OF TIlE UNSiRESSED) PIANUS
C ALAMI)A IS TilE WAVELENGTll
C YI IS 1IF HEIGHT ABOVE TilE BASE OF TIl, NOTII
C X2 IS TIlE POSITION ALONG TilE X-AXIS
C A(I), B(i) AND C(l) ARE TE VALUES OFT "II: COEFIICiI:N I S INI iII:
C POLYNOMIAL USED TO EXPRESS ]IlE 1)-SPACING PROIlI F
C SX, SY ARF TIlE STRESSES IN Till X AND Y DIREFCTION RESPI ('TIVII Y
C EX, EY, AND EZ ARE TIlE CORRESPONDING STRAINS
C IT IS TIlE TIIETA VALUE CORRESPONDING TO TII D-SPACING
C NX IS TIlE NUMBER OF POINTS AT Wlll('Il STRAIN RESI'I TS ARE (I3TAINEI)
C NP IS THE TOTAL NUMBER OF POINTS GENFRATED
C SPSI IS TIlE SIN*02 VALUE
C DOS, DOE, D90S, AND D90E ARE THE D-SPACING RESUlTS ON SURFACE (S)
C AND EDGE (E) RESPECTIVELY FOR Pill = 0 DEG. AN DIG. RESPECTIVELY
C START IS THE TWO-THETA VALUE (IN DEGREES) OF TIlE LOW ANGLE SIDF-
C OF Tie INTENSITY BAND TO BE SIMULATFI)
C DEITI IS TIlE INCREMENT IN TWO THETA.

C

IMPLICIT REAL*4(A-HO-Z)
DIMENSION D(2000),X(2000),IT(2000),X2(100)
DIMENSION P(2000),UBP(2000),SINTEN(2000),AI NTFN(20()0).TI IFTA(2000)
DIMENSION EX( 100),EY( 100),EZ( 100),SX( i00),SY(100)
DIMENSION DOS(50),D90S(50),DOE(50),I)90E(50),SPSI(50)
CALL1 FRRSFT(208,256,-I)
AIAMI)A = 1.54178
PI = ACOS(- 1.0)
RAD)= 2.04 180.0/PI

C

C "HLl FOI.IOWINGi ARE THlE RF.AD ST'ATFI-M!NTS INI "! II"PRO)GRA.M.
C

READ(5,*)D0
READ(5, )YI
RI; AD(5,*)AI,BI,CI
READ(5,')A2,B2,C2
RFA I)(5,-)A3,B3,C3
R EAD( 5,*)A4,B4.C4
RI:AD(5,*)A5,BSC'5

C
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C TIIF FOLLOWING ARE THlE FOR MAT SIATEM FN'TS IN TIlE: PROGRAM.

I FORMlAi-('X',8X,'SX',8X,'SY',')
2 FOR MAT(15X,'X2',8X,'EX',8X,'EY',8X,'EZ',')
3 FOR MAT(/'D',8X,'X',8X,-TWO-TIIET-A',/)
4 1,OR MAT(/TW1O-TI ETA',8X,' NTENSI1'Y',/
5 FORMAT(2X,FIO.4,2(F10.3))
6 FORMAT(2X,F 10.4,3(F 10.3))
7 FORMAT(2X,F 12.6,FJI2.4,F 13.6)
8 FORMAT(2XF 13.6,E 13.6)
9 FORMAT(2X,F5.2,4(F 13.5),5X,F5.2)
I I FOR MAT(3X,'SPSI,5X,'DOSPSI',8X,'DOE1PS1',7X,'1)9OSPSI',SX,'D)90I:PS

i',7X,'I',/)

CALL ST-RA1N(YTI,X2.EX,EY,EZ.SX.SY,NX)
CALI. I)X2I(D0,NX.EZ.D,TI)
CALL. I)V'SSI N(D)O,X2.EX ,EYJ7.'.SpSI ,DOS.D~ol)9S,D901i:
NP= 1270
XUl) =0.0

C

DO 10 I= l,NP
IF(X(I).l.E.0.04) D(l)= AIO(X()2) + BI*X(l)+ CIl

IF(X(I).GjT.O.04 -AND). X(1).LE.0.08) D(I) =A2*(X(l)**2)+ 32$X(l) + C2
IF(X(I)G-1T..8 AND. X(I)L1E.O.15) I)(I)= A3*(X(I)-#2)+ 113*X(I) + C3
IF(X(I).GT.O.1 I.AND. X(l).LE.O.21) 1)(l) =A4-(X()*'2)+ 134*X(I) + C4
IF(X(1).GT.0.21 -AND. X(1).I.F.D.?6) D(1) =A5#(X(1)12) + fl-X(I) ± CS

1-I= ASIN(AI.AMII)A/(T)(I) 42.0))ORAI)
X(1) I= X(I)±+2.OF-04

10 CONTINUE
C

C-1Tl1 FOL LOWING DO LOOP CORRESPONDING 10 STA'iK\1F VI 100 (IENFRA'IJS'It IfF
C INTE'INSITY DU.I:T*O EACI I OFTHIETEN SFIGNT"S I NI I11l RT:(ION B31IW "7'N.1 Ill
C NOT1ChEfS
C

N =0n
1)0 100 1 = 1.10

M= I +Ns
N N + 127

C I OOP 20 CAI CUT' ATES11IF INTENSIT YN [OR [AC!II I.AYFR IN A I'l Al S '\\MPI I
C

D)020 1 =M,N
20 P(I) = (X(I + l)-X(I))/0.25

C
C INITIAL ISING T111: I NPROADFNI) IN.;INSI] Y ANT)TI IF IN ITNSIJIYSM VT
C AT TI If' TIA(1 I Ill YEA( lIS 1 IF TWO-] 111ll A POSI HO0N Al WICH 1 fit1
C INIE NSI I I:'S ARE' 10 13E SIMI ;ATII). SINTIEN IS HF IN"Il NSI I Y 1)1 U T)
C FACI SI:CiMNTNI
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DO 30 1 = M.N
UBP(I) =0.0

30 SINT[EN(1)='0.0

AN = FLOAT(N)
DELT= 0.3/127.0
START = T (N) - 0. 10

DO040 1= M,N
40 TFIETA(1)= START+ DELr(i-m)

C THlE FOLLOWING LOOP CALCULATES TillE INTENSITY FOR EAChI POINT OF TilE:
C INTENSITY BAND BEING SIMULATED.
C

DO 60 K = M,N
IF(K.FEQ.1.OR.K.EQ.NP)GO TO 108
ALI. = (TIIETA(K) + TIIEI'A(K-1I))12 0

C 6JW ANT) GM ARE TWO ADJUSTABI E PARAMI I RS DINO'l INGiTIlE WVIIII OF TIlE
C (iLASSIAN PEAK ANI)TIlE POWER FOR I lE (iiASSIAN I)IS [RIBU'] I0N RESPECI'IVEI.

108 GW=0).0I
GMN1= 2.5

C TIlS LOOP BROADENS TfIE CALCUI.A1L) INTENS[[Y0Of EAChI LAYLR (JSING HIL
C PEARSON VII FUNCTION. THESE ARE.' [lEN SUPERIMPOSI7l) TO GEV THlE SIMULATED
C INTENSITY.
C

DO 501J= M,N
Mn = (T-T(J) + TT(J + 1 ))/2.0

DIFF =TI IETA(K)-1TJ
YNC)RM = (I .0/(SQRT-(GM-Pl)GW))((AMMA(GM)/(AM'A(-M-05))
BR =YNORNI/( 1.0 + (DIFF*2)/(GM(GW-2)))--CiM
IF(K.EQ. I.OR.K .EQ. NP)GO TO0 50
JF(FTl(J).GE.ALIl AND. 1 T(I) .LT.lJH,)1 IBP(K) = IJBP(K) + P(.I)

50 SINTEN(K) =SINrFEN(K) +P(J)*BR
60 CONTINUE

C
C TIS WRIT'E LOOP WRITE.S TlEF INTENSIlY VALUES DUE TO EACHI OF TIlE. TEN
C SEGMENTS AL ONG WITh ITI EIR CORRESPONDING TWO-TilIIIA POSITION.
C

WRITE(6,4)
DO 45 1= M,N

SININ(1) =SINTEN(I)

45 CONTINUE,
100 CONTINUET

C

C

C TIS SECTION USEST HW1 SAME PRINCIPLES AS TilE: PREI'OUS SEICTION
C IN-1T1lE C:ALCUIATION OF INTIENSITY. 1 IE ONLY DFEEC ST A
C I IERE TI I OVERA! I NTFENSIIY OVERIIE FENTIRE D)OMAIN IS ('Al C]AllI)D.
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C TIS OVERAI 1 INTIENSITY IS TERMED) AS AINTIEN.
C

N= NP
NI= I
DO 120 1 =M,N

120 P(1)= (X(I + )-X(I))/0.25
C

DO 130 1= M,N
UBP(I) = 0.0

130 AINTFN(I)= 0.0
C

ANP = FI.OAT(NP)
DEI TT = 0.31ANP
STA RI =1 I (N) - 0. M

C
DO) 140 1I=M.N

140 TII()=SAT+DI'TIM

DO 160 K =MN,N
IF(K.EQ-1.OR.K.FQ.NP)GO 1-0 110og
All = (I IEA(K) + TI- wrA(K- I))/12.0
UJI-l = (TI TA(K) + TIIETA(K + 1)). 2.0

"CGW AND GM ARE TWO ADJUSTABLE PARANIFIERS DUNOTING TIlE WI'DTHl OF T11-C GUASSIAN PE ,AK AN!)TIlE POWER IOR TIIF GI;ASSIAN DISTRIBU!TION RFSPFCTIVI.
110og GWN=0.01

GM = 2.5
C

DO ISO J=M,N
T TJ = (TT(J) + T(J + 1))/ 2.0
DIFF =TIIETA(K)-ITJ
YNORM = (1.0/(SQRT(GM*PI)GW))(GAMMA(GM)/GAMM\A((M-0.5))
BR = N'NORM!1(1.0 + (DIFF2)/(GM-(GW*#2f))*GM
IT,(K.FQ. I.ORK -EQ. NP)GO TO 150
IF(1I'(J).GE.AL.I -AND. TT(J) .LT.tl1 1)1 'BP(K) = I IBP(K) + P1(f)

150 AINTFN(K) =AINTEN(K) +P(J)#BR
160 CONTINUE

C
C' TIlE FOLL OWITNG AREI THEF WRITE S*JA'1FMFN'TS IN T'1lE PRO;RAMI.

WR I1L(16,1)
DO 15S1=1.NX

WRITE--( 16,5)X2(1),SX(I).SY(l)
15 CONTINUI:

WVRII'(26,2)
1)0 125 1= I,NX

EX(l) = F'(I 1000.0
EY(I) =EY(I)- 1000.0
EZ(I)= F7(I)*1000.0

125 CONTINUE
DO 25 I= I,NX

WRI I !:(26,6)X2(l),EX(I),EY(I),L7,(1)
25 CONTINITE

WR ITE(36,3)
DO 35 1= 1,NP

X(I) = X(I) - 0.25
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35 CONTINUF
W RI 11(46,4)
DO 145 1= M,N

WRITE(46,8) TI ETA(I),AI NTFN(I)
145 CONTINUE

WRITE(56,1 I)
DO 55I= 1,7

WR ITIE(56,9)SPSJ( l),DOS(l),DOF(I),D9OS(1),P9OF( I)
55 CONTINUE

C
STOP
END

c
C

C TIiS ROUTINE CAL.CULATES IJIF D-SPAC:ING AND)TIlE: IWOIIIAA VALUES FRON! *
C STRAIN EZ. TIlS ROUTINE CALLtS TIlESUI3ROUIIE "S I RAIN''O 10' 1111:'II VALI '
C OF THlE STRAIN, EZ. TIlS ROUTINE: AL-SO CALl.S ANOI IIlER SIJBROIYIINI: -1 IS'
C WHICH IS USED) TO FIT A CURVE: TIIRO1JGII 11Wl POINTS OF D) VS X GEINFRAITI)
C IN SUBROUJ'INE'DX2I1"'.

SUBROUTINE DX2'TT(I)0,NX,EZ,D,'fI)
DIMENSION EX(1I00),EY( 100).E-Z(1I00),I)( 2000. ),1T'(2000)

C IMPLICIT 'REAl *4(A-II,O-Z)
P1 = ACOS(- 1.0)
RAD= 2.0' 180.0/PI
ALAMDA = 1,54178
DO= 2.023 5
DO 1001I= I,NX

D(I) = (1.0 + EZ(J))#DO
1T(I) =ASIN(AI,AMDA/(D()2.0))*RAI)

100 CONTINUE,
RETURN
END)

C

C TIlS ROUTINE, CALCULATES TillE 1)-SPACING VALUES ATT lE. NOTC11TIP FOR
C DIFFFRENT VALUES OF PSI, FOR 110111 SUJRF-ACE ANI) F!)GE. THESE VA! ,UI:.S
C CAN BE GENERATED FOR ANY POSITION ALONG Ill X-AX IS, BUT FOR
C VERIIC(ATION,IIE VALUES ATIlE 1,NOT'(h -'IP ARE G(IVE-N iIERE.

C
SUBROUTINE DVSSIN(1IYXX2,E;X,EYE-Z,SPSI,DOS,1)0,)90S,1)90).
DIMENSION X2( I00),EX( IOO),E-Y( 100),EZ( l00),SPSI( 50)
DIMENSION DOS( 50),D90S( 50),DOE1( 50),1)90E( 50)

PI = ACOS(- 1.)
PSI = 0.0)
J= I
DO 20I= 1,7

SPil = S1N(PII!)--2
CPlII= COS(PiI)2
POS(i; D01( 1.04 + F(J) + (E-X(J)*CPII11 + FY(J)*SPIIIEZ(i)

DOF(I) = D000I.0O EX(.J) + (ILY()PI If 4 I7Z(I)*SPI 1-1,X(.1))
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PIl I = 90.o0rPlIgo.
SPIl I = SIN(PIII1)* 2
CPI1 [= COS(PIII)--2
D9OS(I) = D*( 1.0 + EZ(J)+4 (EX(])#CPI I I+ EY(J),sPI I I-rE7(J))

* (SIN(PSI)**2)). 
SIIE()D9OE(I) = DO-(0 +EX(J) +(FY(])*'CPII + EZ(J)5P1-E()

* (SIN(PSI)#*2))
SPSI(I = SIN(PSI)*#2
PSI= PSI+ IS.O*ACOS(- 1.0)/ 180 0

20 CONTINUE
RETURN
END

C

C TIS SUBROU TINE CALCULATES '111W STRUSS AND) STRAIN VALUES iNT'imF X
C AN!) Y DIRE(CT ION AS A FIJNCrION OPtniL DISTANCE BHEE NO1CIIES.
C THlE STRAIN VALUES, THE TOTAL. NUMBER 0!- POINIlS ALONGT'IlL X I)IRLC-
C TION ANI) THlE CORRESPONDING X AND Y VALUES ARE TIIN RETURNT-I) To0
C Till MIAIN PROGRAMI FOR GENERATING TIlL 1)-SPACING PROTI1l.

SUBROUTINE ST-RAIN(Y I,X2.FX.E,E7T...SX,SY,NX)
C IMPl.ICIT 'REA .*8(A-II,O-Z)

DIMENSION EX( I00).EY( IO0),FZ( 100),
I SX( I00),SV( 00),TXY( I00),X I( I00),X2( 100)
E = 10300.0
PNU = 1.0/3.0
T =0.342
A = 0.250
R 110= 0. 125
VO = A1AN(SQRT(AIRiIO))

C
C F IS TIlIFYOUNG'S MOD)ULUS OFTiIIF MATER IAL.
C PNU Is THlE POISSON'S RATIO.
C T IST'F IIICK NESS OF THlE SPECIMEN.
C A IS IIALE TIlE DISTANCE BETWEEN NOTCHES.
C RHO IS THlE NOTCH ROOT RADIUS OP CURVAIIJRF.
C VO IS Tilt- IIYPERI3OLA PARAMETER.
C

S =70.0
(C S= P/(2A*I')
C SA =35.0

CI = SIN(VO)
C2 = COS(VOj
CA = S *CI I(VO + C 1 *(:2)

C
C S IS TIlE NOMINAL STRESS FORT'IlE LOAD P.
C SA 15' [If: STRE-SS AMP!T .rrDF WHICH! IS S/2.
C CA iS A C:8NSSTANT11 WITHTM D1 IMENSIO)NS OF' STRESS.
C C IS ASCALING [ACTOR USE!) iN TIlE ST RESS 1)ISTRiIII 'nON [QI ATIONS.
C YI = S I N II(U) COS(V
C X I =X iC = COS I (J) S I N(V)
C 71' AND) V ARET'III CIJRVI1 INEAR COORI)INA*'ES.
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CA/C I
C THlE FOLL OWING IF LOOP CAICUJIATES THE STRESS VALUES IN THE X AND)
C Y DIRECTIONS, SX AND) SY, SHEAR STRESS TXY AND TI IFi CORRE.SPONDING
C STRAIN VALUES EX, EY AND EZ. AS A FUNCTION OFT'IlL; LINE ALONG TIlE
C BASE OF THlE NOTCHIES. THlE VALUES ARE FIRST DERIVED IN CURVILINEAR
C COORDINATES AND A COORDINATE TRANSFORMATION IS USED TO CONVERT TO
C CARTESIAN COORDINATES.
C X-MAX IS THlE MAXIMUM VALUE ON THlE IHYPERBOL.
C X-MIN AND XX-MIN ARE THlE MINIMUM VALUES ONT1 IFL I YPERBOL A.
C H IS THlE FACTOR OF DISTORTION FOR TIlE IIYPERl3OI A.
C

L11 =ALOG(YZ/C2+ SQRT((Yl/C2)0*24 1))
XXMIN = -COCOSII(UI)*SIN(VO)
XMAX = COCOSI I(U JI)51N(VO)
X MIN = XX MI N
NX=0
X 2(1) = X MlN
j = 0

20 i=J+ I
XI(J)= XMIN/C
QI = 1.0+ (XI(J)**2)+ (YI##2)
Q =SQRT-((Q I-SQRT-(Q I *2-4.04(X I(I) 2)))12.0)
V=ASIN(Q)

U =ALOG(Y l/COS( V) +SQRT((Y I/COS( V))42 + 1.0))
I = SQRT((YI '2)/COS(V)#*2 +COS(V)*-2)
SU=CA*COStl(J)COS(V)(2.0(II*2) +COS(V)2-COS(V)**2)!11I04
SV =CA *COS[I (U) OCOS(V) I(COS(V)" 2-COS( VO)* 2)1110 44
TUV =CAMSINII(U)SIN(V)(COS(VO)2-CS(V)2)/1I*4
ALPHA = ACOS(C/IhOCOSl(U)*C05(V))
SX(J) = (SU + SV)/2.O + (SU-S V)-COS(2#ALPIIA)/2.O.TIUVOSIN(2$A1 TI [A)
SY(J) = (SU + SV)/2.O-(SU-SV)-COS(2'ALPI IA)12.O + TUV*SI N(2*A1.PI IA)
TXY(I) = (StJ-SV)*SIN(2*ALPIIA)/2.O + TtJV*COS(2#A1 PIIA)

C
C THlE FOLLOWING ARE THlE CORRESPONING ElASTIC STRAINS.
c

EX(J) = (SX(J)-PNUOSY(J))/E
EY(J) = (SNY(])-PNU-SX(J))/E
EZ(J) =--(SX(.I) + SY(J))OPNU/E

C SI (SX(J) +SY(J))'12. + SQRT(((SX(.I)-SY*(J))02)/4.0)+ 'I'XY'(J)' 12)
C SI (SX(.J) +SY(J))/2,0-SQRT(((SX(J)-SY(J))'#2)/4.0 +TXY(J)2)

NX= NX + I
X MIN = X MIN + (XMAX-XXMIN)/S0.0
K=J+ I
X2(K) = XNMIIN
IF(XMIN.I.E.0.26)GO TrO 20
RI T I T'R N
ENDI
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Sample input files

C

C Input file for (200) plane
C

2.0235 (do)
0.00 (y')
-0.5 (a,)
0.067 (b )
2.01441 (c1 )
-0.175
0,0435
2.01483
-0.063
0.0254
2.01556
-0.03333333
0.01633333
2.01625
-0.025
0.0125
2.0166875

C
C Input file for (400) plane
C

1.01175
0.00
-0.25
0.0335
1.00721
-0.0625
0.01875
1.0075
-0.03333333
0.013
1.0077733
-0.01666667
0.008 17
1.0081229
-0.01
0.0053
1.00843

C
C Input file for (333) plane
C

0.7788455
0.00
-0.1731
0.025
0.77534771
-0.0656
0.0165
0.7755154
-0.0259
0.01
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0.7757831I
-0.0138
0.006632
0. 7760245
-0 .011
0.005495
0.776 1397

A- 14



NADC-881 41-60 (Volume 11)

Output generated

C
C THlE OU3TPUT THAT CAN BE GENERATED) FROM Ill PROGRAM ARE
C
C 1) STRESS VALUES IN THE X & Y DIRECTIONS VARYING ALONG X.
C THESE CAN BE OBTAINED FOR DIFFERENT HEIIGHTS ALONG Y.
C 2) STRAINS IN THlE X, Y AND Z DIRECTIONS.
C 3) D-SPACING VALUES CORRESPONDING T-) THlE STRAIN EZ.
C 4) BROADENED INTENSITY PROFILE FROM TIlE 1)D-SPACING GRADIENT.
C 5) INTENSITY PROFILES FROM TEN SEGMENTS DUE 10 PARTIAL.
C SUMMATION.
c
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